CARATTERISTICHE TECNICHE / GRES FINE PORCELLANATO COLORATO IN MASSA

TECHNICAL SPECIFICATIONS / COLOURED PORCELAIN STONEWARE - TECHNISCHE EIGENSCHAFTEN/ DURCHGEFARBTES FEINSTEINZEUG - CARACTERISTIQUES TECHNIQUES/ GRES CERAMEFIN
COLORE DANS LA MASSE - CARACTERISTICAS TECNICAS / GRES FINO PORCELANICO COLOREADO A TODA MASA - MENKOSEPHUCTb I KEPAMOTPAHIAT, OKPALLEHHb M B MACCE

STANDARDS : UNI EN 14411 ANNEX G - Bla /UNI EN ISO 13006 ANNEX G -Bla

- SERIE: FUSION 120X120/ 47 X7 rett 9rmm BOX6D/ 24 X2% et 9 NATURALE -NATURAL -NATURELLE - NATUR - NATURAL —TPVIPOTIHASH
* * Kk k k COLOURS: FUSION IVORY G0X120/ 24°XAT rett 9mm K60/ 124" rett 9mm (L?:PPATO - LAPPED -POLIE- GELAEPPT -BRURIDA - TTIFHLIEBbIA
: ' < <J "
E URY FUSION GREY. FUSION RUST 80X80/31,5°X315” rett. 9mm 50X100/20°X39" nat/ rett. 20 mm Two
, )
FINCIBEC GROUP FUSION DARK

CARATTERISTICHE TECNICHE TIPODIPROVA VALORIPRESCRITTIDALLENORME VALOREMEDIOCENTLRY
TECHNICAL DATA STANDARDOFTEST INTERNATIONAL STANDARDS CENTURY AVERAGE VALUE
TECHNISCHE DATEN NORME DUTEST INTERNATIONALE NORMWERTE CENTURY MTTELWERT
CARACTERISTIQUES TECHNIQUES TESTNORM VALEURS PREVUES PAR LESNORMES VALEURSMOYENCENTURY
CARACTERISTICAS TECNICAS TIPODEPRUEBA VALORES PREVISTOS POR LASNORMAS VALORMEDIO CENTURY
TEXHVMECKVE XAPAKTEPVCTUKIA TUITECTA MPE/YCMOTPEHHBIE CTAHIAPTOM CPETHEE 3HAYEHVE CENTURY
CARATTERISTICHE DIMENSIONALI - SIZE CHARACTERISTICS - REQUIREMENTS FORNOMNAL SZEN
MASSEIGENSCHAFTEN - DETERMINATION DES CARACTERISTIQUES DIMENSIONELLES NAT LAPP GRIP
CARACTERISTICAS DIMENSIONALES - PASMEPHbIE XAPAKTEPUCTVKU 7emsN<15¢cm N=215cm
LATI CONFORME
SIDES - SEITEN ENISO +00mm £0,6% COMPLYING - ERFULLT
COTES - CANTOS 105452 %0, +2,0mm) CONFORME - CONFORME
PASMEPbI CTOPOH COOTBETCTBYET
SPESSORE CONFORME

= | |mHcKnESS - DIcke ENISO c05mm +50% COMPLYING - ERFULLT
EPAISSEUR - ESPESOR 105452 %0, +0,5mm) CONFORME - CONFORME
TOMLMHA COOTBETCTBYET

. CONFORME

— RETTILINEITA DEGLI SPIGOLI "

.I STRAIGHTNESS OF SIDES - GERADLINIGKEIT DER KANTEN oS +0,75mm (+121055;/um) CONPLYING ERP LT
RECTITUDE DES ARETES - RECTIDUD DE LOS CANTOS -KOCOYTONBHOCTb O O OF
ORTOGONALITA CONFORME

. RECTANGULARITY - RECHTWINKLIGKEIT ENISO 075 mm +05% COMPLYING - ERFULLT
PERPENDICULARITE - ORTOGONALIDAD 105452 0, @2mm) CONFORME - CONFORME
KPVIBIA3HA CTOPOH COOTBETCTBYET
PLANARITA . CONFORME

P | [SURFACEFLATNESS - EBENFLACHIGKET ENISO £075mm +05% COMPLYING - ERFULLT
PLANEITE DE SURFACE - PLANEIDAD 105452 %0, 2,0mm) CONFORME - CONFORME
KPVIBIA3HA TLIEBOM MOBEPXHOCTY COOTBETCTBYET

H ASSORBIMENTO D’ACQUA

2 WATER ABSORPTION - WASSERAUFNAHME ENISO <05% <019

‘ ABSORPTION DEAU - ABSORCION DE AGUA 105453 $05% $01%
BOZOMOMOLEHVE
RESISTENZA ALLA FLESSIONE S>700N (120:260cm/ £7 rom) CONFORME

v FLEXION RESISTANCE - BIEGEFESTIGKEIT ENISO R 235 N/mm2. COMPLYING - ERFULLT

(| RESISTANCE A LA FLEXION - RESISTENCIA A LA FLEXION 105454 CONFORME - CONFORME

“ | |nPERENMPOYHOCTV MPUVTVEE 821300 (160x320 om/ | 12mm )+ (-9 mm) COOTBETCTBYET

R 235 N/mma2.

i, RESISTENZA ALL'URTO VALORE DICHIARATO
IMPACT RESISTANCE - STOSSFESTIGKEIT ENISO DECLARED VALUE - ANGEGEBENER WERT - 080

s | | RESISTANCE AUX CHOCS - RESISTENCIA A LOS GOLPES 105455 VALEUR DECLAREE - VALOR DECLARADO - .
YIAPOCTOMKOCTb SASIBNEHHOE 3HAYEHVE

~ COEFFICIENTE DI DILATAZIONE TERMICA LINEARE VALORE DICHIARATO

€363 | | COEFFICENT OF LNEAR THERNAL EXPANSION - NEARER WARMEAUSDEHNUNGSKOEFFZENT ENISO DECLARED VALUE - ANGEGEBENER WERT e
COEFFICIENT DE DILATATION THERMIQUE LINEAIRE - COEFICIENTE DE DILATACION TERVICA LINEAL 105458 VALEUR DECLAREE - VALOR DECLARADO - a=67x107/C

L KOSPOULVEHT NVHEVHOTO TEPMVSECKOO PACLLIVPEHVS SASIBINEHHOE 3HAYEHVE
RESISTENZA AGLISBALZITERMICI TEST SUPERATO SECONDOEN IS0 10545-1 NESSUN DANNO
RESISTANCE TO THERMAL SHOCKS - BESTANDIGKEIT GEGEN TEMPERATURSCHWANKUNGEN ENISO TEST PASSED ACCORDING TO - TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
RESISTANCE AUX CHOCS THERMIQUES - RESISTENCIA A LOS CHOQUES TERMICOS 105459 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AUCUNDOMMAGE -NNGUNDANO
CTOVKOCTb K MEPEMATAM TEMMEPATYPb VCTIITAHVE MPOMIEHO B COOTBETCTBIANC BE3 NOBPEXIEH

Y DILATAZIONE ALL’UMIDITA (IN MM/M) VALORE DICHIARATO
MOISTURE EXPANSION (IN MMIM) - FEUCHTIGKEITSBEDINGTE AUSDEHNUNG (IN MM/M) ENISO DECLARED VALUE - ANGEGEBENER WERT MAX 0.1 /m

o DILATATION A L'HUMIDITE (EN MM/M) - DILATACION CON LA HUMEDAD (EN MMIM) 10545-10 VALEUR DECLAREE - VALOR DECLARADO - :

s | | BIVAKHOCTHOE PACLLVPEHVEE (B MMIM) SASIBINEHHOE 3HAYEHVIE

N | |rEssTENAALGELO . TEST SUPERATO SECONDOEN IS0 105451 NESSUN DANNO

e | |FROST RESISTANCE - FROSTBESTANDIGKEIT ENISO TEST PASSED ACCORDING TO - TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN

WX | |RESISTANCE AUGEL -RESISTENCIAAL HIELO 10545-12 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AUCUNDOMMAGE -NNGUNDANO
MOPO3OCTOMKOCT VCTbITAHVE MPOMIEHO B COOTBETCTBIAVIC BE3 NOBPEXIEH
RESISTENZA Al PRODOTTI CHIMIC USO DOMESTICO E ADDITVI PER PISCINA .

RESSTANCE TO HOUSEHOLD AND SWIMMING POOL CHEMICAL PRODUCTS - REESTANDIGKETT GEGEN CONFORME
HAUSHALTSCHEMKALEN UND ZUSATZSTOFFE FUR SWIMMINGPOOLS - RESISTANCE AUX PRODUTS| ENISO BN COMPLYING - ERFULLT
CHIMIQUES USAGE DOMESTIQUE ET ADDITIFS POUR PISCINE - RESISTENCIA A LOS PRODUCTOS QUMICOSDE 1054513 CONFORME - CONFORME
USO DOMESTICO Y ADITIVOS PARA PISCINA - CTOVKOCTE K JIEVACTBVIO BITOBBIX XVIMVHECKIX CPETCTB, COOTBETCTBYET
[IORABKAMBEACCE/Hb|
RESISTENZA A BASSE CONCENTRAZIONI DI ACDIEALCALI
RESISTANCE TO LOW CONCENTRATIONS OF ACIDS AND ALKALI - BESTANDIGKEIT BEI NIEDRIGEN VALORE DICHIARATO CONFORME

. A ; ! ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
KONZENTRATIONEN VON SAUREN UND LAUGEN - RESISTANCE A BASSES CONCENTRATIONS DACIDES ) VALUE
ET ALCALIS - RESISTENCIA A BAJAS CONCENTRACIONES DE ACIDOS Y ALCALIS - CTOVKOCTB K 1054513 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME

— o Y > o ) 3AABIEHHOE 3HAYEHVE COOTBETCTBYET
[EVCTBIIO HA3KIX KOHLIEHTPALIA KVACTIOT U LLETIOHE
RESISTENZA AD ALTE CONCENTRAZION! D ACIDIEALCALI
RESISTANCE TO HIGH CONCENTRATIONS OF ACIDS AND ALKALI - BESTANDIGKEIT BE| HOHEN VALORE DICHIARATO CONFORME

ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
KONZENTRATIONEN VON SAUREN UND LAUGEN - RESISTANCE A HAUTES CONCENTRATIONS DACIDES e R s A CEBENER WERT G o o
ET ALCALIS - RESISTENCIA A ALTAS CONCENTRACIONES DE ACIDOS Y ALCALIS - CTOMKOCTB K e ey o OF
[IEVICTBIIO BbICOKVX KOHLIEHTPALI/ KVAGTIOT VI LLETIOYEN
RESISTENZA ALLE MACCHIE VALORE DICHIARATO CONFORME
RESISTANCE TO STAINS - FLECKENBESTANDIGKEIT ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
RESISTANCE AUX TACHES - RESISTENCIA A LAS MANCHAS 1054514 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
YCTOMMBOCTS K MATHOOEPA3OBAHVIO 3ASBIIEHHOE 3HAYEHVIE COOTBETCTBYET
#b | |cESSIONE DI PIOMBO E CADMIO VALORE DICHIARATO <ALLIMITE DI RILEVAVENTO
T | [LEAD AND CADMIUM DISCHARGE - ABGABE VON BLEI UND CADMIUM ENISO DECLARED VALUE - ANGEGEBENER WERT <THAN INSTRUMENT LIIT < UNVESSBARES WERT
PERTE DE PLOMB ET CADMIUM - CESION DE PLOMO Y CADMIO 10545-15 VALEUR DECLAREE - VALOR DECLARADO - <LIMITE DE LINSTRUMENT < LIMITE DEL INSTRUMENTO
BHITENEHVIE CBUHLIA M KATMUS! 3ASBIIEHHOE 3HAYEHVIE <A TPEETE OMPEENANOCTY
DM. 236/89 BCRA >040 >040 >040
SCIVOLOSITA ANSIA137.1 WET DCOF > 042 42 a2 a2
SKID RESISTANCE - RUTSCHWERT SIAL37. COF>0, >0, >0 >0
GLISSANCE - ADHERENCIA
DIN'51130 - RI10 R11
CKOINb3KOCTb
DIN 51007 - A+B (mos 4,7) A+BHC

PER | CERTIFICATI SPECIFICI, E VALORI PUNTUALI, CONTATTARE FINCIBEC SPA - FOR SPECIFIC CERTIFICATES AND DATA, CONTACT FINCIBEC SP.A - FUR SPEZIELLE ZERTIFIKATE UND PUNKTWERTE, FINCIBEC S.PA. KONTAKTIEREN - POUR LES CERTIFICATS SPECIFIQUES ET LES VALEURS PONCTUELLES, CONTACTER FINCIBEC S.P.A - PARA LOS CERTIFICADOS
ESPECIFICOS Y LOS VALORES CONCRETOS, CONTACTE CON FINCIBEC S.P.A - BO BOMPOCAM CIELIMATbHBIX CEPTU®VKATOB 1 MOKASATENEV CBAXKVTEC C FINCIBEC SPA.




