CARATTERISTICHE TECNICHE / GRES FINE PORCELLANATO COLORATO IN MASSA

TECHNICAL SPECIFICATIONS / COLOURED PORCELAIN STONEWARE - TECHNISCHE EIGENSCHAFTEN/ DURCHGEFARBTES FEINSTEINZEUG - CARACTERISTIQUES TECHNIQUES/ GRES CERAMEFIN
COLORE DANS LA MASSE - CARACTERISTICAS TECNICAS / GRES FINO PORCELANICO COLOREADO A TODA MASA - MENKOSEPHUCTb I KEPAMOTPAHIAT, OKPALLEHHb M B MACCE

STANDARDS : UNI EN 14411 ANNEX G - Bla /1SO 13006 ANNEX G - Bla

SERIE: OLD STONE

60x120/ 24°%47" rett. 9 mm

TWO 50x100/20°x39" 20 mm

NATURALE - NATURAL - NATURELLE -

oA a0y
* * Kk ok k COLOURS: BLISS, GREYSTONE, ANCIENT,  |60x60/24'%24"rett 9 mm TWO50x100/20'%39" rett. 20mm | NATUR - NATURAL - MPVPOIHAA
»
E URY CAVE 30+60/1224" rett. 9 mm MOLATA: BRUSHED
.
80:80/31 5315 rett 9mm GRIP
FINCIBEC GROUP
CARATTERISTICHE TECNICHE TIPODIPROVA VALORIPRESCRITTIDALLENORME VALORE MEDIOCENTURY
TECHNICAL DATA STANDARD OF TEST INTERNATIONAL STANDARDS CENTURY AVERAGE VALUE
TECHNISCHE DATEN NORME DUTEST INTERNATIONALE NORMWERTE CENTURY MITTELWERT
CARACTERISTIQUES TECHNIQUES TESTNORM VALEURS PREVUES PAR LESNORMES VALEURSMOYENCENTURY
CARACTERISTICAS TECNICAS TIPO DE PRUEBA VALORES PREVISTOS POR LAS NORMAS VALORMEDIO CENTURY
TEXHUMECKUE XAPAKTEPVCTUKN TUNTECTA MPEQYCMOTPEHHBIE CTAHIAPTOM CPEIHEE 3HAYEHVE CENTURY
REQUIREMENTS FORNOMINAL SIZEN
CARATTERISTICHE DIMENSIONALI - SIZE CHARACTERISTICS -
MASSEIGENSCHAFTEN - DETERMINATION DES CARACTERISTIQUES DIMENSIONELLES 7em<N<15am N=150om NAT GRIP MOL
CARACTERISTICAS DIMENSIONALES - PASMEPHBIE XAPAKTEPUCTVKU 5
mm % mm
LATI FOR NON-RECTIFIED TILES £09 *06 +20 CONFORME
SIDES - SEITEN ENISO COMPLYING - ERFULLT
COTES - CANTOS 105452 CONFORME - CONFORME
PA3MEPbI CTOPOH FOR RECTIFIED TILES +04 +03 +10 COOTBETCTBYET
SPESSORE ENISO CONFORME
THICKNESS - DICKE COMPLYING - ERFULLT
t_ EPAISSEUR - ESPESOR 105452 05 50 05 CONFORME - CONFORME
TOMMHA COOTBETCTBYET
— RETTILINEITA DEGLI SPIGOLI FOR NON-RECTIFIED TILES +08 +05 *15 CONFORME
STRAIGHTNESS OF SIDES - GERADLINIGKEIT DER ENISO COMPLYING - ERFULLT
KANTEN RECTITUDE DES ARETES - RECTIDUD DE 105452 104 103 108 CONFORME - CONFORME
LOS CANTOS - KOCOYTOMNbHOCTb FOR RECTIFIED TILES 0 - 0! COOTBETCTBYET
ORTOGONALITA FOR NON-RECTIFIED TILES +08 +05 +20 CONFORME
. RECTANGULARITY — RECHTWINKLIGKEIT ENISO COMPLYING - ERFULLT
PERPENDICULARITE - ORTOGONALIDAD 105452 CONFORME - CONFORME
KPVBY3HA CTOPOH FOR RECTIFIED TILES +04 +03 +15 COOTBETCTBYET
FOR NON-RECTIFIED TILES +08 +05 +20
CENTRE CURVATURE
FOR RECTIFIED TILES +06 +04 +18
PLANARITA CONFORME
P | |SURFACEFLATNESS - EBENFLACHIGKET  |gpoc oo |FOR NON-RECTIFIED TILES ENISO 08 05 20 COMPLYING - ERFULLT
PLANEITE DE SURFACE - PLANEIDAD 105452 + + + CONFORME - CONFORME
¢ FOR RECTIFIED TILES +06 04 +18
KPVIBI3HA NIMLIEBOV MOBEPXHOCTU COOTBETCTBYET
FOR NON-RECTIFIED TILES +08 +05 +20
WARPAGE
FOR RECTIFIED TILES +06 +04 +18
H 0 ASSORBIMENTO D'ACQUA
2 WATER ABSORPTION - WASSERAUFNAHME ENISO <05% <01%
‘ ABSORPTION DEAU - ABSORCION DE AGUA 105453 e =
BOOMOMMOLEHVE
s2700N £ <75mm CONFORME
RESISTENZA ALLA FLESSIONE )
v FLEXION RESISTANCE - BIEGEFESTIGKEIT ENISO S>1.300N ': 575 COMPLYING - ERFULLT
— 21 27,5mm
— RESISTAN(;(E): LS CFTLEX|0N - zESISTENCIA ALAFLEXION 105454 CONFORME - CONFORME
NPEOENTI H N NPUU3IVBE R = 35 Nfmm2 COOTBETCTBYET
Wl RESISTENZA ALL’URTO VALORE DICHIARATO
IMPACT RESISTANCE - STOSSFESTIGKEIT ENISO DECLARED VALUE - ANGEGEBENER WERT >080
s | | RESISTANCE AUX CHOCS - RESISTENCIA A LOS GOLPES 105455 VALEUR DECLAREE - VALOR DECLARADO - !
YOAPOCTOVKOCTb 3ASABJIEHHOE 3HAYEHVE
~ COEFFICIENTE DI DILATAZIONE TERMICA LINEARE VALORE DICHIARATO
€ ﬂ' P | |COEFFICIENT OF LINEAR THERMAL-EXPANSION - LINEARER WARMEAUSDEHNUNGSKOEFFIZIENT ENISO DECLARED VALUE - ANGEGEBENER WERT 67x105C
COEFFICIENT DE DILATATION THERMIQUE LINEAIRE - COEFICIENTE DE DILATACION TERMICA LINEAL 105458 VALEUR DECLAREE - VALOR DECLARADO - a=6,x
L KOSGOULIEHT NMHEMHOMO TEPMUHECKOTO PACLLMPEHUA B3AFBIEHHOE 3HAYEHVE
RESISTENZA AGLI SBALZI TERMICI TEST SUPERATO SECONDO EN ISO 10545-1 NESSUN DANNO
RESISTANCE TO THERMAL SHOCKS - BESTANDIGKEIT GEGEN TEMPERATURSCHWANKUNGEN ENISO TEST PASSED ACCORDING TO - TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
RESISTANCE AUX CHOCS THERMIQUES - RESISTENCIA A LOS CHOQUES TERMICOS 105459 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AAUCUN DOMMAGE - NINGUN DANO
CTOVIKOCTb K MEPEMALAM TEMIMEPATYPbI VICMLITAHVE MPOVOEHO B COOTBETCTBUAN C BE3 MOBPEXOEHWN
™ DILATAZIONE ALL’UMIDITA (IN MM/M) VALORE DICHIARATO
MOISTURE EXPANSION (IN MM/M) - FEUCHTIGKEITSBEDINGTE AUSDEHNUNG (IN MM/M) ENISO DECLARED VALUE - ANGEGEBENER WERT MAX 0.1 mm/m
* DILATATION A LHUMIDITE (EN MM/M) - DILATACION CON LA HUMEDAD (EN MM/M) 10545-10 VALEUR DECLAREE - VALOR DECLARADO - ’
— BINAYXHOCTHOE PACLUMPEHVE (B MM/M) 3AABSIEHHOE 3HAYEHVE
P RESISTENZA AL GELO TEST SUPERATO SECONDO EN ISO 10545-1 NESSUN DANNO
§.+ FROST RESISTANCE - FROSTBESTANDIGKEIT ENISO TEST PASSED ACCORDING TO - TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
AR RESISTANCE AU GEL - RESISTENCIA AL HIELO 10545-12 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN /AUCUN DOMMAGE - NINGUN DANO
MOPO3OCTOVKOCTb VICTMbITAHVE MPOIEHO B COOTBETCTBAN C BE3 MOBPEXOEHU
RESISTENZA Al PRODOTTI CHIMICI USO DOMESTICO E ADDITIVI PER PISCINA
RESISTANCE TO HOUSEHOLD AND SWIMMING POOL CHEMICAL PRODUCTS - RBESTANDIGKEIT GEGEN CONFORME |
HAUSHALTSCHEMKALEN UND ZUSATZSTOFFE FUR SWIMMINGPOOLS - RESISTANCE AUX PRODUITS ENISO BMIN COMPLYING - ERFULLT
CHIMIQUES USAGE DOMESTIQUE ET ADDITIFS POUR PISCINE - RESISTENCIA A LOS PRODUCTOS QUIMICOS DE 10545-13 CONFORME - CONFORME
USO DOMESTICO Y ADITIVOS PARA PISCINA - CTOVKOCTB K IEVICTB/HO B ITOBbIX XVMHECKVX CPELCTB, COOTBETCTBYET
[IOBABKAMB BACCE/Hb
RESISTENZA A BASSE CONCENTRAZIONI DI ACIDI EALCALI . VALORE DICHIARATO CONFORME
KONZENTRATIONEN VO SAUREN UND LAUGEN- RESISTANCE A BASSES CONGENTRATIONSDACIES | o050 DECLARED VALUE- ANGEGEBENER WERT COMPLYING -ERFULLT
o_ ET ALCALIS - RESISTENGIA A BAJAS CONCENTRACIONES DE AGIDOS Y ALCALIS - CTOVKOCTE K 1054513 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
LEVICTBIIO H/BKUX KOHLIEHTPALWA KVCTIOT U LUETIOUEV 3AABNEHHOE 3HAYEHVE COOTBETCTBYET
RESISTENZA AD ALTE CONCENTRAZIONI DI ACIDI E ALCALI . VALORE DICHIARATO CONFORME
KONZENTRATIONEN VON SAUREN UNDLAGEN- RESISTANGE A HAUTES CONGENTRATONS DACDES | 1150 DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
ET ALCALIS - RESISTENCIA A ALTAS CONCENTRACIONES DE ACIDOS Y ALCALIS - CTOMKOCTb K 1054513 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
[LEVICTBUHO BbICOKVX KOHLIEHTPALIAY KCIOT W LLETIOYEN SAABIMEHHOE 3HAYEHVE COOTBETCTBYET
RESISTENZA ALLE MACCHIE CONFORME
RESISTANCE TO STAINS - FLECKENBESTANDIGKEIT ENISO CLASSE 3 MIN COMPLYING - ERFULLT
RESISTANCE AUX TACHES - RESISTENCIA A LAS MANCHAS 1054514 CONFORME - CONFORME
YCTOMMBOCTb K MATHOOBEPA3OBAHNIO COOTBETCTBYET
# | | CESSIONE DI PIOMBO E CADMIO VALORE DICHIARATO <AL LIMITE DI RILEVAMENTO
Ci | |LEAD AND CADMIUM DISCHARGE - ABGABE VON BLEI UND CADMIUM ENISO DECLARED VALUE - ANGEGEBENER WERT <THANINSTRUMENT LIMIT < UNMESSBARES WERT
PERTE DE PLOMB ET CADMIUM - CESION DE PLOMO Y CADMIO 1054515 VALEUR DECLAREE - VALOR DECLARADO - <LIMITE DE LINSTRUMENT < LIMITE DELINSTRUMENTO
BbENEHVE CBUHLIA VI KAOMUA 3ASABNEHHOE 3HAYEHVE <HA PE/IENE OMPEAENMOCTY
N DM. 236/89 BCRA >040 >040 >040 -
SCIVOLOSITA
SKID RESISTANCE - RUTSCHWERT ANSIA137.1 WET DCOF > 0,42 >042 >042 >042
GLISSANCE - ADHERENCIA DIN51130 _ R10 RIL _
CKONb3KOCTb
DIN 51097 - A+B MOSAICO A+B+C -

PER | CERTIFICATI SPECIFICI, E VALORI PUNTUALI, CONTATTARE FINCIBEC SPA - FOR SPECIFIC CERTIFICATES AND DATA, CONTACT FINCIBEC SPA - FUR SPEZIELLE ZERTIFIKATE UND PUNKTWERTE, FINCIBEC S.P.A. KONTAKTIEREN - POUR LES CERTIFICATS SPECIFIQUES ET LES VALEURS PONCTUELLES, CONTACTER FINCIBEC S.PA - PARA LOS CERTIFICADOS

ESPECIFICOS Y LOS VALORES CONCRETOS, CONTACTE CON FINCIBEC S.P.A - BO BOMPOCAM CTIELIATIbHbIX CEPTU®VKATOB U MOKAATENEV CBRMUTECH C FINCIBEC SPA







